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ZnO nanostructure growth on several material surface by hot water deposition (HWD) Method



Illustration diagram present the main steps of ‘plugging’ and surface diffusion in MONSTRs 
formation by hot water deposition (HWD) Method
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Source Metal Surface 

Target Substrate Surface 

Metal Oxide Nanostructures (MONSTR)
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